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DUMET/MARRASArticle description:

46% CO - 22% VI - 22% WO - 10% LIDeclared composition:

No requestedReturn:

15066 UPHOLSTERY FURNITURE: assessment of 
the ignitability by SMOULDERING CIGARETTE

TB 117: 2013

.

Method:

Instrument: Mock-up Tester

COVER FABRICTest executed on:

.Ignition source applied:

    source 0 (SMOULDERING CIGARETTE)
.Materials of test assembly:

    Upholstery filling: NON fire retardant polyurethane foam with a density of   
    28 kg/m³
    Inner cover: -
    Outer cover: SEE ARTICLE DESCRIPTION

SAMPLE PASSES THE TESTTEST RESULT:

Note: to assess the ignitability of this sample, the test has been carried out using a NON fire-retardant 
polyurethane foam with a density of 28 kg/m³ as filling of the upholstered seating.
The test result could be different using another type of filling material.

1FAnnex n.:

Details of the test results related to each specimen can be seen in the annex of this test report.
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